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DANH MUC PHEP THU PUQC CONG NHAN
LIST OF ACCREDITED TESTS

VILAS 1059
Linh vuc thir nghiém: Co, Héa
Field of testing: Mechanical, Chemical
Gioi han dinh
Tén san phflm, . lwgﬁgn(lns;l dc;))/
vat liéu dugc thir Tén phép thir cu thé L Phwong phap thir
TT . . Limit of
Materials or product The name of specific tests SN Test method
quantitation (if
tested
any)/range of
measurement
1 Xéc dinh ham luong tap chit (0,0005 ~0,200) | TCVN 6089:2016
Determination of dirt content % m/m (ISO 249:2016)
Xac dinh ham lugng tro
) Phuong phap A (0,10 ~ 1,50) TCVN 6087:2010
Determination of ash content % m/m (ISO 247: 2006)
Method A
Xac dinh ham luong bay hoi
; Phuong phdp tu say, quy trinh A (0,10 ~1,50) | TCVN 6088-1:2014
Determination of volatile matter 9% m/m (ISO 248-1:2011)
content
Oven method, procedure A
Xac dinh ham lugng Nito
4 Phuong phap ban vi lugng (0,10 ~ 1,00) TCVN 6091:2016
Cao su thién nhién | Determination of Nitrogen content % m/m (ISO 1656:2014)
thé oo
Semi-micro method
Raw natural rubber Xac dinh do6 déo béng may do d¢ déo
5 nhanh (Po) (1~100) TCVN 8493:2010
Determination of plasticity by rapid don vi/unit (ISO 2007:2007)
plastimeter method (Po)
] Xac dinh chi so duy tri d6 déo (PRI) 1100y TCVN 8494:2020
: Determination of plasticity retention ~ 0 )
index (PRI) (ISO 2930:2017)
.. S (2,0~8,0)
Xac dinh chi s6 mau o TCVN 6093:2013
7. ) don vi/unit
Colour index test . (ISO 4660:2011)
Lovibond
Xac dinh d6 nhét Mooney
Phén 1: Phuong phap str dung nhét ~ )
g ké dia truot (10 -90)' TCVN 6090-1:2015
Determination of Mooney viscosity don vi/unit (ISO 289-1:2015)
Part 1: Using a shea method
Ghi chu / Notes:

- ISO: the International Organization for Standardization
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