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(Kém theo quyét dinh so: 525.2021/ 0D — VPCNCL ngay 23 thing 09 nam 2021
ciia Giam doc Vian phong Cong nhan Chat lugng)

Tén phong thi nghiém: Phong Quan ly Chat luong

Laboratory: Quality Control Department

Co quan chu quan: Cong ty co phin thép VICASA — VNSTEEL
Organization: VNSTEEL — VICASA Joint Stock Company
Linh vuc thtr nghiém: Co, Héa

Field of testing: Mechanical, Chemical

Nguoi quan 1y/ Laboratory manager: Nguyén Thi Hai Pwong

Ngudi c¢6 tham quyén ky/ Approved signatory:

TT/ No Ho va tén/ Name Pham vi duoc ky/ Scope
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2. Lé Quy Phu All accredited tests

S6 hiéu/ Code: VILAS 112

Hiéu luc/ Validation:  25/09/2024
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VILAS 112

Linh vue thir nghiém:

Field of testing:

Co

Mechanical

Tén san pham, vat

Giéi han dinh lwgng
(néu c6)/pham vi do

TT liéu dwge thir Tén phép thir cu thé o o Phwong phap thir
No Materials or The name of specific tests L";Z,tmo{ )q/:t::ttetaot}on Test methods
products tested Y &
measurement
TCVN 7937-1:2013
TR Thtr kéo
1. | Thép cot bé tong, ) - TCVN 197-1:2014
vitligu kim logi | Tensie fest JIS 7 2241:2011
Steel for the .
reinforcement, | Thi uén TCVN 7937-1:2013
2. | metallic material - TCVN 198:2008
Bend test

JIS Z 2248:2014
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VILAS 112
Linh vue thir nghiém: Héa
Field of testing: Chemical
Tén san pham, vat g:gll 1:2;1/ dl!lzl;ll:iq gf
TT liéu dwge thir Tén phép thir cu thé o PR o Phwong phap thir
No Materials or The name of specific tests L”;meo{ )q/;t::ttetaot}on Test methods
products tested Y &
measurement
C:(0+1,1)%
Phén tich thanh phan hoa hoc bang Mn: (0 = 2,0) %
Thép cacbon phuong phap quang phd phat xa Si: (0+1,15) %
thép hop kim thap| (C, Mn, Si, P, S, Cr, Ni, C P: (0+0,085) %
T R P\ ( i ( V% ASTM E415 - 17
Carbon steel and | Atomic emission vacuum apectrometric S: (0+0,055) %
Low-alloy steel | gnalysis Cr: (0 +2,25) %
(C, Mn, Si, P, S, Cr, Ni, Cu) Ni: (0 +5,0) %
Cu: (0+0,5) %
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