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DANH MUC PHEP THU PUQC CONG NHAN
LIST OF ACCREDITED TESTS

VILAS 488
Linh vuc thir nghiém: Hoa
Field of testing: Chemical
Gio6i han
. Dinh lwgng
Tén san pham, . (néu c6)/
1T | vétliéu dugc thi Tén phép thir cu thé pham vi do Phuwong phap thir
Materials or product The name of specific test Limit of Test methods
tested quantitation (if
any)/range of
measurement

Xac dinh ham luong Silic
Ph hap khéi 1

1 Hong phap XA01 Wong (10 = 60) % TCVN 9911:2013
Determination of Silicon content
Weight method
Xac dinh ham lugng Titan
Phuong phéap do quang

2 Determination of Titanium (0.10+5) % TCVN 9913:2013
content
Colorimetric method
Xac dinh ham lwong Nhoém
Phuong phép chuan d
complexon

3 Determination of Aluminum (0.50+15) % TCVN 9915:2013
content

Complexometric titration
method

Xac dinh ham lugng Sét téng s6
DAt, d4, silicat Phuong phéap chuan d¢ bicromat

4 Soil, rock, silicate Detfrn;ination of total Iron (1.00 +20) % TCVN 9914:2013
conten

Bichromat titration method

Xac dinh ham lugng Sét téng s6

Phuong phap d
5 1o phap o 4uane (0.05+ 1) % TCVN 9910:2013
Determination of total Iron

content. Colorimetric method

Xac dinh ham lugng Photpho
Phuong phéap do quang

6 Determination of Photphorus (0.10+1)% TCVN 11784-1:2017
content

Colorimetric method

Xac dinh ham lugng Canxi
Phuong phép chuan do
complexon

7 Determination of Calcium (0.50 +10) % TCVN 9912:2013
content

Complexometric titration
method
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LIST OF ACCREDITED TESTS

VILAS 488

TT

Tén san phim,
vat liéu dugc thir
Materials or product
tested

Tén phép thir cu thé
The name of specific test

Gio6i han
Dinh luwgng
(néu c6)/
pham vi do
Limit of
quantitation (if
any)/range of
measurement

Phwong phap thir
Test methods

Dit, da, silicat
Soil, rock, silicate

Xac dinh ham lugng Magie
Phuong phép chuan do
complexon

Determination of Magnesium
content

Complexometric titration
method

(0.50 + 10) %

TCVN 9916:2013

10

11

Pa voi
Limestone

Xac dinh ham lugng Magie
Phuong phéap quang pho hap thu
nguyén tir

Determination of Magnesium
content

Atomic Absorption
spectrometric method

(0.10 = 5) %

TCVN 9908:2013

Xac dinh ham lugng Canxi
Phuong phép chuan d
complexon

Determination of Calcium
content

Complexometric titration
method

(1.00 + 55) %

TCVN 9191:2012

Xac dinh ham lugng chat mat
khi nung

Phuong phép khdi luong
Determination of Loss — On —
Ignition (LOI) content

Weight method

(5.00 + 40) %

TCVN 9191:2012

12

13

Quéng va tinh
quing mangan
Manganese Ores and
concentrates

Xac dinh ham lugng Sé:c té)}lg s6
Phuong phéap quang pho hap thu
nguyén tir

Determination of total Iron
content

Atomic absorption spectrometric
method

(0.10 + 10) %

TCVN 10554:2014
(ISO 9681:1990)

Xac dinh ham lugng Mangan
tong so
Phuong phéap chuan d¢ Bicromat

Determination of total
Manganese content

Bicromat titration method

(1.00 + 50) %

TCCS 06-SDC:2016

AFL01/02

Lan ban hanh/Issued No: 3.00So04at xét/ngay/ Revised/dated:

Trang: 3/5




DANH MUC PHEP THU PUQC CONG NHAN

LIST OF ACCREDITED TESTS

VILAS 488
Gio6i han
. Dinh luwgng
Tén sdn pham, . (néu co)/
1T | vétliéu dugc thi Tén phép thir cu the pham vi do Phuong phap thir
Materials or product The name of specific test Limit of Test methods
tested quantitation (if
any)/range of
measurement
Xac dinh ham lugng Kém.
Phuong phép chuan d6
thiosulfat . .
14 Determination of Zinc content (5.00+30) % TCES 04-SDC:2016
Thiosulfat titrimetric method
Quing chi kém
Lead and Zinc Ores | Xac dinh ham lugng Chi
Phuong phép chuan do
15 thiosulfat (1.00-30)% | TCCS 05-SDC:2016
Determination of Lead content
Thiosulfat titrimetric method
Quiing va dat da
chira vang, bacva | Xac dinh ham lugng Vang.
cac kim loai ho Phuong phap quang pho hap thu
16 Platin nguyen b 0,05 mg/k TCVN 9920:2013
,05m :
Ore and rock Determination of Gold content. ge
containing Gold, | Atomic absorption spectrometric
Silver and Platinum | method.
metals
Xac dinh ham lugng Dong,
Ké&m, Chi, Niken, Coban,
Mangan
. Phuong phép quang phd hip thu
bat da va Quang | nguyén tir
17 . o . =>0.04% TCVN 9926:2013
Soil, Rock and Ores | Determination of Copper, Zinc,
Lead, Nickel, Cobalt, Manganes
content.
Atomic absorption spectrometric
method
Xac dinh ham lugng tong Sat
Phuong phap chuan d¢ sau khi
Qua ¢ khur bang thiec (II) clorua TCVN 4653-1:2009
uang sa oo -1:
18 : Determination of total Iron (1.00 + 60) % )
Iron Ores content. (ISO 2597-1:2006)
Titrimetric method after Tin (1I)
chloride reduction
AFL01/02 Lan ban hanh/Issued No: 3.00So04at xét/ngay/ Revised/dated: Trang: 4/5




DANH MUC PHEP THU PUQC CONG NHAN

LIST OF ACCREDITED TESTS

VILAS 488

TT

Tén san phim,
vat liéu dugc thir
Materials or product
tested

Tén phép thir cu thé
The name of specific test

Gio6i han
Dinh luwgng
(néu c6)/
pham vi do
Limit of
quantitation (if
any)/range of
measurement

Phwong phap thir
Test methods

19

Quiing niken - dong
Nickel - Copper Ores

Xac dinh ham luong Niken,
Pong, Coban

Phuong phép quang phd hip thu
nguyén tir

Determination of Nickel, Copper
and Cobal.

Atomic absorption spectrometric
method

0.05%

TCCS 02-SDC:2015

20

21

Quing Apatit
Apatite Ore

Xac dinh ham lugng Photpho
Phuong phéap do quang
Determination of Photphorus
content.

Colorimetric method

(0.40 + 40) %

TCVN 8563:2010

Xac dinh ham luong chat khong
tan (CKT)

Phuong phép khdi luong
Determination of insoluble
impurities content.

Gravimetric method

(5.00 + 40) %

TCVN 12202-1:2018

22

Pa
Rocks

Phuong phép xac dinh d¢ tring
Determination of whiteness

(0.5 +90) %

TCCS 01-SDC:2014

23

24

25

Nuéc sinh hoat
Domestic water

Xac dinh ham lugng Canxi,
Magie

Phuong phép quang phd hip thu
nguyén tir

Determination of Canxium,
Magiesium content.

Atomic absorption spectrometric
method.

>0.1 mg/L

TCVN 6201:1995

Xac dinh ham lugng Kali, Natri
Phuong phép quang phd hip thu
nguyén tir

Determination of Potassium,
Sodium content.

Atomic absorption spectrometric
method.

>0.20 mg/L

TCVN 6196-1,2:1996

Xac dinh ham lugng Sét téng s6
Phuong phéap do quang
Determination of total Iron
content

Colorimetric method

>0.20 mg/L

TCVN 6177:1996
(ISO 6332:1998)
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