DANH MUC PHEP THU PUQC CONG NHAN
LIST OF ACCREDITED TESTS
(Kém theo Quyét dinh so: 679 .2021/0D-VPCNCL ngay 01 thing 12 nim 2021
ciia Gidm doc Vin phong Cong nhin chit luong)

Tén phong thi nghiém: B6 phén kiém phim — Phong Quan Iy chit lrgng
Laboratory: Testing Laboratory — Quality Control Department
Co quan chu quan: Cong ty TNHH MTYV Cao su Ea H’leo
Organization: Ea H’leo Rubber One Member Company Limited
Linh vyc tht nghiém: Co, Héa

Field of testing: Mechanical, Chemical

Nguoi phu trach:

Pao Thi Giang
Representative:

Ngudi c¢6 thdm quyén ky:

Approved signatory:
TT/ No Ho va tén/ Name Pham vi duoc ky / Scope
L. Pao Thi Giang
Cac phép tht dugc cong nhan/ All accredited tests
2. Ho Thi Xoan
S6 hiéw Code: VILAS 562

Hiéu luc cong nhén / Period of Validation: 01/ 12 /2024
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DANH MUC PHEP THU PUQC CONG NHAN
LIST OF ACCREDITED TESTS

VILAS 562
Linh vuc thir nghiém: Co, Hoa
Fiel of testing: Mechanical, Chemical
Tén sian phim, Gid1i han dinh lwgng
vt liéu dwgce thir/ Tén phép thir cu thé/ (néu co)/ Pham vido |  phyong phap thir/
T Materials or The name of specific tests Limit of quantitation Test method
(if any)/range of
product tested measurement
| Xac dinh ham luong tap chat (0,003 ~ 0,060) TCVN 6089:2016
' Determination of dirt content % m/m (ISO 249:2016)
Xac dinh ham luong tro.
5 Phuong phap A (0,250 ~ 0,550) TCVN 6087:2010
' Determination of ash content. % m/m (ISO 247:2006)
Method A
Xac dinh ham luong chét bay hoi.
3 Phuong phap tu sdy - Quy trinh A (0,18 ~0,32) TCVN 6088-1:2014
' Determination of volatile-matter content. % m/m (ISO 248-1:2011)
Oven method — Process A
Cao su
thién nhién | x4¢ dinh ham luong Nito.
. SVR Phuong phap ban vi lugng (0,35 ~ 0,53) TCVN 6091:2016
' Rubber, raw | Determination of nitrogen content. % m/m (ISO 1656:2014)
natural Semi-micro method
Xac dinh d6 déo.
5 Phuong phap may do d6 déo nhanh (28,5 ~41,4) TCVN 8493:2010
' Determination of plasticity. don vi/ unit (ISO 2007:2007)
Rapid — Plastimeter method
Xac dinh chi sb duy tri d6 déo (PRI)
TCVN 8494:2020
6. Determination of plasticity retention index (47,4 ~87,1) %
(ISO 2930:2017)
(PRI)
; Xac dinh chi s6 mau (3,0~7,0) TCVN 6093:2013
' Colour index test don vi/ unit (ISO 4660:2011)
Ghi chu:

- TCVN: Tiéu chuan Quéc gia Viét Nam/ Vietnam National standard;

- ISO: Tb chrc tiéu chuan hod quéc t&/ International Organization for Standardization./.
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