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DANH MUC PHEP THU PUQC CONG NHAN
LIST OF ACCREDITED TESTS

VILAS 921
Linh vuc: Co, Héa
Field:  Mechanical, Chemical
A2 Z Gié6i han dinh lwgng
Tén san pham, , (néu ¢6)/ Pham vi do
T vat liéu dwgc thi/ Tén phép thir cu theé/ o o Phwong phap thit/
Materials or The name of specific tests L"(’?lt of q/uantttatwn Test method
product tested if any)/range of
measurement
1 Xéc dinh ham luong tap chat (0,011 ~0,130) TCVN 6089:2016
’ Determination of dirt content % m/m (ISO 249:2016)
5 Xéac dinh ham lugng tro (0,22 ~0,70) TCVN 6087:2010
' Determination of ash content % m/m (ISO 247:20006)
Xac dinh ham luong nito TCVN 6091:2016
3. L ) (0,27 ~0,42) %
Determination of nitrogen content (ISO 1656:2014)
Xac dinh ham luong chét bay hoi
Phuong phép tu say - trinh A
g phip tu say - Quy 0,11 ~0,60) | TCVN 6088-1:2014
4. Determination of volatile - matter . _
content % m/m (ISO 248:2011)
Cao su Ooven method - Process A
thién nhién SVR
Rubber natural | Xac dinh d6 déo
5 SVR Phuong phép may do d¢ déo nhanh (25.0 ~ 47.0) TCVN 8493:2010
' Determination of Plasticity ’ ’ (ISO 2007:2007)
Rapid Plastimeter method
jc di i sd i do dé 51,0 ~ 86,0
] iao dinh chi s6 ;u}l/ tri d6 déo (PRI) d( e ) / TCVN 8494:2020
. etermination of plasticity retention on vi wallace .
) ISO 2930:2017
index (PRI) Wallace unit ( )
. 4,0 ~6,0
Xac dinh chi s6 mau ( i . ) TCVN 6093:2013
7. ) don vi Lovibond/
Colour index test . , (ISO 4660:2011)
Lovibond unit
Xac dinh d6 nhét Mooney
Ap st 5t ké 35,0 ~ 64,9
. Phuong phap sir dung nhét ké dia truot d( . ) / TCVN 6090-1:2015
. inati ] 1 on vi Moone
Determination of Mooney viscosity 1 -Y (ISO 289-1:2015)
Method using a shearing - disc Mooney unit
viscometer
////‘é
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DANH MUC PHEP THU PUQC CONG NHAN
LIST OF ACCREDITED TESTS

VILAS 921
Tén sin phim Gi6i han dinh lwong
T vat liéu dugc thi/ Tén phép thir cu thé/ (n.eu.co) / th'm.l Vl.do Phuong phap thi/
Materials or The name of specific tests L"(’?lt of jl/uantttatwn Test method
product tested {n‘;’ZJ; u:Zil:zifztOf
0 Xac dinh tong ham luogng chét rin (61,3 ~ 62,5) TCVN 6315:2015
' Determination of total solids content % m/m (ISO 124:2014)
10 Xéc dinh ham lugng cao su kho (60,17 ~ 61,20) TCVN 4858:2007
' Determination of dry rubber content % m/m (ISO 126:2005)
Xac dinh d¢ kiém (Quy doi ra NHs),
. ;;nh theo khoi 1“;’“;5]{ Llatex €0 dgc (0,21~0,71) TCVN 4857:2015
. etermination of alkalinity o .
(Calculated to NH3), Calculated by /o m/m (ISO 125:2011)
concentrate Latex gravimetric)
Latex cao su ly
tam
12 Centrifuged Xac dinh d6 6n dinh co hoc (210 ~ 1700) TCVN 6316:2007
' Latex Determination of mechanical stability Giay/ Second (ISO 35:2004)
5 Xac dm-h tr;l SO axit t;eo-lbay 11101 y 0,015~ 0043 TCVN 6321:1997
. Determination of volatile fatly aci ) ) (ISO 506:1992)
number
Xéc dinh tri s6 KOH TCVN 4856:2015
14. o (0,36 ~0,70)
Determination of KOH number (ISO 127:2012)
Xac dinh pH TCVN 4860:2015
15. . (10,20 ~ 10,73)
Determination of pH (ISO 976:2013)
Ghi chi/ Notes:

- TCVN: Tiéu chuin Qudc gia Viét Nam/ Vietnam National Standard

- ISO: Tb churc tiéu chudn hoa Qudc &/ International Organization for Standardization

Truong hop Coéng ty TNHH cao su Thuan Loi cung cap dich vu thir nghiém chat lu'orng san pham, hang hoa
thi Cong ty TNHH cao su Thudn Loi phai dang ky hoat dong va dugc cap gidy chimg nhan ding ky
hoat dong theo quy dinh cia phap luét trude khi cung cp dich vu nay/ It is mandatory for the Thuan Loi
Rubber Company Limited that provides product quality testing services must register their activities and be
granted a certificate of registration according to the law before providing the service.
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