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DANH MUC PHEP THU PUQC CONG NHAN
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VILAS 095
Linh vyc thir nghiém: Hoéa
Field of testing: Chemical
Tén san pham Gi6i han dinh luong
Vit lion lfhm’ ) (néu ¢6)/ Pham vi do
T © thit) Tén phép thir cu thé/ Limit of Phuong phap thu/
Materials or The name of specific tests quantitation (if Test method
product tested any)/range of
measurement
Ay ax s Gia cong mau sir dung cho cac phuong
| Bat; JAYA | phip phan tich héa, héa Iy TCVN
’ _quang Sample preparation procedure for 9924:2013
Soil, rock, ore . . .
chemical, physico-chemical analyses
) Xac dinh ham lugng Si 20% TCVN
’ Determination of Si content ’ 9911:2013
Xac dinh ham luong Ti
3 Phuong phéap do quang 0.05% TCVN
’ Determination of Ti content A 9913:2013
Colorimetric method
Xac dinh ham lugng Al
4 Phuong phéap chuan d complexon 0.1% TCVN
' Determination of Al e 9915:2013
Complexon titration method
Xac dinh ham lugng sat tong s6
5. | DA, da silicat Phuo*ng.phé.p chuan d6 bicromat 0.1% TCVN
Soil, rock, Determination of total Fe content 9914:2013
Silicate Bi’cromat ti‘tration method
Xac dinh ham lugng Ca
6 Phuong phéap chuan d complexon 0.5 % TCVN
' Determination of Ca content =70 9912:2013
Complexon titration method
Xac dinh ham lugng Mg
7 Phuong phéap chuan d complexon 0.5 % TCVN
’ Determination of Mg content =70 9916:2013
Complexon titration method
Xéc dinh ham lugng K, Na
: ¥ > 5y 0,0001 ~2) %
8 Phuong phéap do quang ké ngon ltra ,( o ) ;) ° TNB 09:2017
’ Determination of K, Na content mot nglllyen to/each) Q ’
Flame photometric method element
Xac dinh ham lugong Ca )
Pa voi Phuong phap chuén d6 complexon QTNB 11:2017
9. . S (20 ~55) % (ref. TCN 09 -1
Limestone Determination of Ca content PTH/94)
Complexon titration method
L . . QTNB 13:2017
10, Xic dinh ham 1‘;“"2%‘5 N 0.1% (ref. TCN 02 - I
etermination of Si conten PTH/94)
Xac dinh ham luong Ti )
< ., | Phuong phap do quang QTNB 14:2017
11.| Quing bauxit R ) 0.01 % (ref. TCN 02 - 1T
©S, Determination of Ti content
Bauxite ore . ) PTH/94)
colorimetric method
Xac dinh ham lugng Al )
Phuong phép chuan d6 complexon QTNB 15:2017
12. o 0.1% (ref. TCN 02 - 11T
Determination of Al content PTH/94)
Complexon titration method
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DANH MUC PHEP THU PUQC CONG NHAN
LIST OF ACCREDITED TESTS

VILAS 095
Tén sin phim. Gidi han dinh luwgng
Veﬁt fiéu ‘:hm’ ) (néu c6)/ Pham vi do
T Cthi) Tén phép thir cu the/ Limit of Phuong phap thu/
Materials or The name of specific tests quantitation (if Test method
product tested any)/range of
7 ] measurement
Xéc dinh herlrn luo;ng FAe tpng sO QTNB 16:2017
Phuong phap chuéan d¢ bicromat
13. R 0.1 % (ref. TCN 02 - IV
Determination of total Fe content
. oo PTH/94)
Bicromate titration method
fﬁ%ﬁ?h ham lugng chat mat khi nung QTNB 18:2017
14. . . 0.1 % (ref. TCN 02 - VI
Determination of Loss on Ignition (L.O.1)
PTH/94)
content
Quiing bauxit | Xac dinh ham lugng P>Os
15. Bauxite ore Phuong phap do quang 0.005% QTNB-BX.11-
Determination of P>Os content ’ HH/05 (2020)
Colorimetric method
Xac dinh ham lvgng MnO
16 Phuong phap do quang 0.01% QTNB-BX.10-
' Determination of MnO content e HH/05 (2020)
Colorimetric method
17 Xacdinhhamlugng SO; 0.01% QTNB-BX.12-
' Determination of SOz content e HH/05 (2020)
AlQOs, Fex0s, CaO,
. A . % M M Ti
Xéc dinh dong th(‘ﬂ 36 nguyén to Ag, Al, ggz’os’n%o:loz’
As, B, Ba, Be, Bi, Ca, Cd, Ce, Co, Cr, (0.005 ~ 20)%:
Cu, Fe, Ga, Ge, K, La, Li, Mg, Mn, Mo, ’ >
Nb, Ni, P, Pb, Sb, Sc, Sn, Sr, Ta, Ti, V, Ag, Cd, Co, V:
W, Y, Zn 2 mg/kg
Pat, da va Phuong phap quang pho phat xa plasma. Be, Ce, Cr, Cu, La, TCVN
18. quing Simultaneous determination of 36 Li, Mo, Ni, Pb, Sc, 9918:2013
Soil, rock, ore | elements Ag, Al, As, B, Ba, Be, Bi, Ca, St, Y, Zn: '
Cd, Ce, Co, Cr, Cu, Fe, Ga, Ge, K, La, 5 mg/kg;
Li, Mg, Mn, Mo, Nb, Ni, P, Pb, Sb, Sc, B, Ba, Bi, Ga, Sb,
Sn, Sr, Ta, Ti, V, W, Y, Zn Ta, Sn:
Inductively coupled plasma optical 10 mg/kg;
emission spectrometry As, Ge, W:
20 mg/kg
Xéc dinh thanh phan hat va mé dun do
16n TCVN
19. ~
Determination of particle composition (10~0.14) mm 7572-2:2006
Cat (cot lieu | and magnitude modulus
50, | chobe thng va | Xic dinh ty trong mau (khoi lwong riéng) <5.0 mm TCVN
' vira) Determination of sample density ’ 7572-4:2006
) Sand Xac dinh khdi lugng thé tich xbp TCVN
" (Aggregates | Detormination of the volume of foam 7572-6:2006
for concrete PP ~ X
22 and mortar) Xdc dinh 45 am TCVN
‘ Determination of humidity ) 7572-7:2006
” Xac dinh thanh phan thach hoc . TCVN
) Determination of mineral composition (0.1~7) mm 7572-3:2006
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DANH MUC PHEP THU PUQC CONG NHAN
LIST OF ACCREDITED TESTS

VILAS 095
a 2 Gidi han dinh luwgng
Tén san pham, £ L .
vat litu durorc . (néu c6)/ Pham vi do
TT T thie Tén phép thir cu thé/ Limit of Phuong phap thu/
Materials or The name of specific tests quantitation (if Test method
product tested any)/range of
measurement
Pit xdy dung | Xac dinh thanh phan cap hat TCVN
24, o s, e 0.005 ~10
Soil Determination of grain size ( ) mm 4198:2014
Chu thich/ Note:

- QTNB: Phuong phép thur do PTN xay dung /Laboratory developed method
- ref: phuong phép tham khao/reference method
- TCN 09 - I PTH/94: tiéu chuan cua Cuc dia chat Viét Nam ban hanh/the method issued by the Vienam
Geological Department
Truong hop Phong Phan tich Thi nghiém (Lién doan ban d6 va dia chat Bién Mién Nam) cung cap dich vu thir nghiém
chat lugng san pham, hang hoa thi Phong Phén tich Thi nghiém (Lién doan ban d6 va dia chat Bién Mién Nam) phai
dang ky hoat dong va dugc cip gidy chimg nhan ding ky hoat dong theo quy dinh cua phap luat trudc khi cung cap
dich vu nay/ It is mandatory for the Laboratory Analysis Department and Experiment (South Viet Nam Marine and
Geological Mapping Division) that provides product quality testing services must register their activities and
be granted a certificate of registration according to the law before providing the service.
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