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DANH MUC PHEP THU PUQC CONG NHAN
LIST OF ACCREDITED TESTS

VILAS 068
Linh vyc thtr nghiém: Vit li€u xay dung
Field of testing: Civil Engineering
Gio6i han dinh
Tén sian pham, ) lwong (néu cé)/
T vat liéu dugc thi/ Tén phép thir cu thé/ Pham vi do Phuong phap thi/
Materials or The name of specific tests Limit of quantitation Test method
product tested (if any)/range of
measurement
| Xéc dinh ham luong mat khi nung TCVN 141:2023
’ Determination of loss on ignition content ASTM C114-23
5 Xéc dinh ham lugong can khong tan TCVN 141:2023
’ Determination of insoluble residue content ASTM C114-23
. Xac d;n? ha.rn luong 1.<20, Na,O . g TCVN 1412023
. De.termlnatlon of sodium and potassium en/to U,2 mg/kg ASTM C114-23
oxide content
Xéc dinh ham luong CI
4. i , - TCVN 141:2023
Determination of chloride content
5 Xac dinh ham lugng SO3 TCVN 141:2023
’ Determination of sulfur trioxide content ASTM C114-23
6 Xéac dinh ham lugng Si0; TCVN 141:2023
' Determination of silicon dioxide content ASTM C114-23
7 Xi ming Xac dinh ham luong Fe O3 TCVN 141:2023
' Cement Determination of ferric oxide content ASTM C114-23
g Xéac dinh ham luong Al>O; TCVN 141:2023
’ Determination of aluminum oxide content ASTM C114-23
9 Xéc dinh ham lugng CaO TCVN 141:2023
’ Determination of calcium oxide content ASTM C114-23
10 Xéc dinh ham luong MgO TCVN 141:2023
’ Determination of magnesium oxide content ASTM C114-23
Xac dinh ham luong TiO
1. ac G amwong 25 - 0,1 ~5) % ASTM C114-23
Determination of titanium dioxide content
Xac dinh ham Iugng P»Os
12. Determination of phosphorus pentoxide (0,1 ~5) % ASTM C114-23
content
Xéc dinh ham luong CaO tu do
13. o | , - TCVN 141:2023
Determination of free calcium oxide content
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DANH MUC PHEP THU PUQC CONG NHAN
LIST OF ACCREDITED TESTS

VILAS 068
Gié6i han dinh
Tén sian pham, lwong (néu cé)/
T vat liéu dugc thi/ Tén phép thir cu thé/ Pham vi do Phuong phap thi/
Materials or The name of specific tests Limit of quantitation Test method
product tested (if any)/range of
measurement
Xac dinh cuong do chiu nén B TCVN 6016:2011
14. D L . " Dén/to 300 kN ASTM C109/
etermination of compressive strengt C109M-23
s Xéc dinh do déo tiéu chuan TCVN 6017:2015
' Determination of standard consistency ASTM C187-23
s Xac dinh thoi gian dong két TCVN 6017:2015
' Determination of setting time ASTM C191-21
Xac dinh d min so6t sang 0,09 mm,
0,045mm
17. L . - TCVN 13605:2023
Determination of fineness: retained content
on sieve 0,09mm, 0,045mm
18 Xac dinh d¢ min theo Blaine TCVN 13605:2023
' Determination of fineness by Blaine ASTM C204 -24
Xi miang
Cement
Xéc dinh do on dinh thé tich
19. L (0,5 ~50) mm TCVN 6017:2015
Determination of soundness
Xéc dinh d¢ gian nd Autoclave TCVN 8877:2011
20. Determination of autocl. . (0,001 ~ 5) mm ASTM C151/
etermination of autoclave expansion C151M-23
Xéc dinh d6 nd sunphat TCVN 6068:2004
21. o ) (0,001 ~5) mm
Determination of sulfate expansion ASTM C452-21
Xéc dinh ham lugng bot khi cta vira
22. Determination of air content of mortar - ASTM C185-20
content
23 Xéc dinh khi luong ri€éng TCVN 13605:2023
' Determination of mass density ASTM C188-17
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DANH MUC PHEP THU PUQC CONG NHAN
LIST OF ACCREDITED TESTS

VILAS 068
Gié6i han dinh
Tén sian pham, lwong (néu cé)/
T vat liéu dugc thi/ Tén phép thir cu thé/ Pham vi do Phuong phap thi/
Materials or The name of specific tests Limit of quantitation Test method
product tested (if any)/range of
measurement

Xéc dinh ham luong mat khi nung

24. o o - TCVN 141:2023
Determination of loss on ignition content
Xac dinh ham lugng cén khong tan

25. - TCVN 141:2023
Determination of insoluble residue content
Xéac dinh ham luong KO, Na,O

26. Determination of sodium and potassium bén/to 0,2 mg/kg TCVN 141:2023
oxide content
Xac dinh ham lugng SOs3

27. o o - TCVN 141:2023
Determination of sulfur trioxide content
Xéac dinh ham lugng Si0»

28. o o o - TCVN 141:2023
Determination of silicon dioxide content

- Clanhke Xac dinh ham lugng Fe,0s TOVN 1412023

’ Clinker Determination of ferric oxide content '

Xac dinh ham lugng AlLOs3

30. - TCVN 141:2023
Determination of aluminum oxide content
Xac dinh ham lugng CaO

31. o ) . - TCVN 141:2023
Determination of calcium oxide content
Xac dinh ham lugng MgO

32. o . i - TCVN 141:2023
Determination of magnesium oxide content
Xéc dinh ham lugng CaO tu do

33. o ) i - TCVN 141:2023
Determination of free calcium oxide content
Xéc dinh do am

34. o . - TCVN 7024:2013
Determination of moisture content
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DANH MUC PHEP THU PUQC CONG NHAN
LIST OF ACCREDITED TESTS

VILAS 068

Ghi chu/Notes:
- TCVN: Tiéu chuan Qudc gia Viét Nam/ Vietnam National Standard
- ASTM: Hoi Thir nghiém va Vat liéu MY/ American Society for Testing and Materials
- Truong hop Phong thir nghiém xi mang Luks (Viét Nam) cung cap dich vy thir nghiém chit luong
san pham, hang hoa thi Phong thr nghiém xi méang Luks (Viét Nam) phai dang ky hoat dong va
dugc cap giay ching nhan dang ky hoat dong theo quy dinh cia phap luat trudc khi cung cap dich vu
nay/ It is mandatory for the Luks Cement Vietnam Laboaratory that provides product quality testing

services must register their activities and be granted a certificate of registration according to the law
before providing the service.

-
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