DANH MUC PHEP THU PUQC CONG NHAN 1
LIST OF ACCREDITED TESTS

(Kém theo quyét dinh so: 35.2023/ QP - VPCNCL ngay 17 thang 01 nim 2023

ciia gidm déc Vin phong Cong nhin Chit lwong)

Tén phong thi nghiém: Trung tam Nhiét déi Viét - Nga Chi nhanh phia Nam
Phong d bén nhiét déi
Laboratory: Joint Russian - Vietnamese Tropical Center Southern Branch

Tropical Durability Laboratory

Co quan chu quan: Trung tam Nhiét doi Viét - Nga Chi nhanh phia Nam
Organization: Joint Russian - Vietnamese Tropical Center Southern Branch
Linh vyc thir nghiém: Co, Héoa

Field of testing: Mechanical, Chemical

Nguoi quan 1y/ Laboratory manager: Nguyén Vin Thinh

Ngudi ¢6 tham quyén ky/ Approved signatory:

TT Ho va tén/ Name Pham vi duoc ky/ Scope

1. Nguyén Vin Thinh

2. Nguyén Trong Dén Cac phép thtr dugc cong nhan/Accredited Tests

3. Hoang Dirc Quang

4, Nguyén Chi Cuwong Cac phép thtr Co dugc cong nhan / Accredited mechanical tests

5. Pinh Thi Van Cac phép thtr Hoa dugc cong nhan / Accredited chemical tests

Sé hidw Code: ~ VILAS 1236
Hiéu lyc cong nhan/ Period of Validation: 17/01/2026

Dia chi/ Address: ~ S6 3, Pwong 3/2, Phuong 11, Quéan 10, Thanh phé H6 Chi Minh
No. 3, Road 3/2, Ward 11, District 10, Ho Chi Minh City

Dia diém/Location: S6 3, Pwong 3/2, Phwong 11, Quén 10, Thanh phé H6 Chi Minh
No. 3, Road 3/2, Ward 11, District 10, Ho Chi Minh City

bién thoai/ Tel: 0283 8396 020 Fax: 0283 8356 270

E-mail: quanghoang1510@gmail.com
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DANH MUC PHEP THU PUQC CONG NHAN 1
LIST OF ACCREDITED TESTS

VILAS 1236

PHONG PQ BEN NHIET POI
TROPICAL DURABILITY LABORATORY

Linh vye thir nghiém: Hoa

Field of testing: Chemical

Tén san phim, Giéi han dinh lwgng
vat liéu dwoc (néu ¢6)/ Pham vi do

N Tén phép thir cu thé/ Phwong phap thi/
T thl The name of specific tests Limit of quantitation (if Test method
Materials or P any)/range of
product tested measurement
- Thép/Carbon steel: ISO 8565-1: 2011
Thir nghi¢m tir nhién danh gia (3 ~ 5500) g/(m?.nam) T'OCT 9.906-83
L. an mon. (3 ~ 5500) g/(m?.year) T'OCT 9.909-86
Determination of corrosion rate ) Sng /Copper: ISO 9224: 2012
Kim loai va L oni b8 vim ohAm 2m o o (0,4 ~90) g/(m?.ndm)
. 0ai b0 san pham an mon cuia 0.4 ~ 90 2
5 hop kim tam mau sau thtr nghiém. ©, K~)Ifj/§'n year) ISO 8407: 2009
) Metals and . - Kém/Zinc: .
‘iz;llosy‘sm Removal of corrosion products (0,3 ~ 180) g/(m2.nim) T'OCT 9.907: 2007

from corrosion test specimens
(0,3 ~ 180) g/(m?.year)

3 Xac dinh toc d dn mon i Nhom/Alumlzmbim:
' Determination of corrosion rate (0,3 ~20) g/(m”.nam)
(0,3 ~ 20) g/(m?.year)

ISO 9226: 2012
I'OCT 9.908:85
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DANH MUC PHEP THU PUQC CONG NHAN 1
LIST OF ACCREDITED TESTS

VILAS 1236

PHONG PQ BEN NHIET POI

TROPICAL DURABILITY LABORATORY

Linh vye thit nghiém: Co

Field of testing: Mechanical

A s 2 A Gi6i han dinh lugng
Tén san pham, vat &u ¢6)/ Pham vi do
lidu dugre thi/ Tén phép thir cu thé/ (néu c0)/ Pham v Phwong phép thii/
TT : . Limit of quantitation
Materials or The name of specific tests (if any)/range of Test method
product tested Y o
measurement
Panh gia do bén cia 16p son phu ddi
v6i viée tach khoi nén
{ Phuong phép cit 6 Loai (0~ 5) TCVN 2097: 2015
' Evaluation of the resistance of Grade (0~ 5) (ISO 2409: 2013)
painting coatings to separation from
substrates Cross-cut test
Xac dinh d6 cting
5 Phép thir dao dong tit dan ciia con lic TCVN 2098: 2007
' Determination of hardness of paints (ISO 01522: 2006)
Pendulum damping test
Duong kinh truc
udn (2;3;4;5;6;
Xéc dinh d6 bén uén 8 10; 12; 16, 20;
. . A . 25; 32) mm
Phép thir udn (truc hinh tru) ) TCVN 2099: 2013
3. . . L . . Diameters of
Mang son phu | Determination of bending durability ” drels (2 (ISO 1519: 2011)
, . e mandrels (2;
P t t . . b
aint coating | (Cylindrical mandrel method) 3: 45 6: 8 10;
12;16; 20; 25;
32) mm
Xéc dinh d6 bén va dap
Phép thirbicn dang b (40 bEn 0 cao tha o
ap) — Phép thur tai trong roi, vét Iom N
A ¢6 dién tich 16n. frong (n(im 1000) " teyN 2100-1: 2013
' nati ' j I1SO 6272-1: 2011
?ete;mg;natlon of lm?act reszstqnce Drop height (0~ (ISO 627 011)
apid- ef.ormatlfm (impact resistance) 1000) mm
test —Falling-weight test, large-area
indenter.
Xac dinh gia tri do bong ¢ 20°, 60° va 200 (0 ~ 2000) GU
85° TCVN 2101: 2016
5. o 60°: (0 ~1000) GU
Determination of gloss value at 20°, 85% (0 ~ 150) GU (ISO 2813: 2014)
60°and 85° +(0~150)
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DANH MUC PHEP THU PUQC CONG NHAN 1
LIST OF ACCREDITED TESTS

VILAS 1236

PHONG PQ BEN NHIET POI

TROPICAL DURABILITY LABORATORY

Tén san pham, vit Gi? i h?n dinh lu’(:)'ng
ligu duge thit/ Tén phép thir cu thé/ (néu c6)/ Pham vi do Phwong phap thir/
T Materials or The name of specific tests Li”?it of quantitation Test method
product tested (ﬁtgz)u/ :Zl‘iiff
TCVN 8785-1:2011
Danh gia tong thé TCVN 9761 : 2013
6 Phuong phép truc quan Cép (0~ 5) (ISO 2810 : 2004)
’ General appearance test Grade (0~ 5) GOST 9.906-83
Visual method va / and
TCVN 8785-2: 2011
TCVN 8785-1:2011
Dai do (0 ~ 1500) TCVN 9761 : 2013
7 Xac dinh d§ mai mon um (ISO 2810 : 2004)
Determination of degree of erosion Range (0~ 1500) GOST 9.906-83
um va/ and
TCVN 8785-7: 2011
TCVN 9761 : 2013
(ISO 2810 : 2004)
g Xac dinh d6 ran nut Cép (0~5) GOST 9.906-83
' Assessment of degree of checking Grade (0~ 5) va / and
TCVN 12005-4: 2017
Mang son phu (ISO 4628-4:2016)
Paint coating TCVN 8785-1: 2011
TCVN 9761 : 2013
9 Xac dinh d6 dut gay Cép (0~ 5) (ISO 2810 : 2004)
' Determination of degree of cracking Grade (0~ 5) GOST 9.906-83
va/ and
TCVN 8785-9: 2011
TCVN 9761 : 2013
(ISO 2810 : 2004)
o, Xac dinh do phdng rop Cap (0~ 5) GOST 9.906-83
Assessment of degree of blistering Grade (0~ 5) va / and
TCVN 12005-2: 2017
(ISO 4628-2:2016)
TCVN 9761 : 2013
e dinh db vib ) (ISO 2810 : 2004)
11. A;Ces;mento O?Ze;i};ev Zf ;Zli;;()znd Cap (0~3) 0OSTS.9060-63
: Grade (0 ~ 5) va/ and
peeling
TCVN 12005-5: 2017
(ISO 4628-5: 2016)
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DANH MUC PHEP THU PUQC CONG NHAN 1
LIST OF ACCREDITED TESTS
VILAS 1236
PHONG PQ BEN NHIET POI

TROPICAL DURABILITY LABORATORY

A z A Gi6i han dinh lugng
Tén san pham, vat - (néu c6)/ Pham vi do
liéu dwge thir/ Tén phép thir cu thé/ : Phuwong phap thi/
TT : . Limit of quantitation
Materials or The name of specific tests (if any)/range of Test method
product tested Y. o
measurement
TCVN 9761 : 2013
Xac dinh d6 ph?in hoa (ISO 2810 : 2004)
12 Mang son phi | Phuong phap vai nhung Cép (0~ 5) GOST 9.906-83
" | Paint coating | Assessment of degree of chalking Grade (0~ 5) va / and

Velvet method TCVN 12005-7:2017

(ISO 4628-7: 2016)

Ghi chu/Note:

- GOST: T'OCT Tiéu chuin Qudc gia Nga

ISO: International Organization for Standardization
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